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Figure 5. Transverse section through one
of the spikes on the landing light
surround structure. Arrow “S” indicates
a separation area between a tooth and the

main portion of the sheet metal. (Keller’s
etchant, 50X)

Figure 6. Closer view of the separation area between the spike tooth and the main
portion of the sheet, in the area indicated by arrow “S” in figure 5. Note the heavy
deformation directly adjacent to the spike tooth surface, and deformation bands below

the surface. (Keller’s etchant, 300X)




