Report No. 97-85
Page 10

3

Figure 7. Low magnification (16X) photograph of the section parallel to the spike
teeth from the landing light surround structure. Keller’s etchant.

Figure 8. Lower portion of SWB#2 on piece CW704 before removal of the
laboratory sample. The arrow indicates a length of what appears to be control cable
passing through the separation associated with the spike tooth area.



