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Figure 9 Overall view of the spike tooth area on the web of SWB#2 from piece
CW704. The dashed line indicates the location of a metallographic section through
some of the spike teeth. (2X)

Figure 10. The tip of one of the spike teeth on the section from piece CW704.
(Keller’s etchant, 200X)



